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Checking BPW Airbag Pressure Tightness

Background
All airbags - even new ones - can leak small amounts of air through the rubber bellow - this minor leakage is known as
uncritical air diffusion or technical diffusion

The rubber used in an airbag bellow is made up of four different layers: -

1. An inner liner - which performs the sealing function.
2. Fabric layers (piles) - to keep the shape constant and carry the load forces.
3. A rubber matrix - To join the reinforcement material and separate the layers of fabric piles.
4. An outer liner - to protect the airbag from friction (mechanical) and chemical (environmental) factors. 
The wall thickness of an airbag is typically 4 mm to 5 mm thick and is designed to achieve an optimum coverage of sev-
eral and partially competing performance aspects - mechanical endurance of rubber material and rubber/fabric adhesion,
temperature resistance, bellow rolling flexibility in low pressure conditions, air tightness etc.
Due to the natural gas permeability of elastomers (the rubber components), air is known to diffuse through the walls of an
air spring bellow - even when new. And the higher the internal pressure the higher the rate of diffusion.
Technical diffusion is not related to production or material faults - it is product typical and does not indicate a technical
leakage. 
The correct test procedure is as follows: -
1. Inflate the airbag to 3.5 bar (50 psi) and allow to stand for 12 hours.
2. The pressure should not drop below 3 bar (43 psi) in that time.
3. If the pressure drops below the low point the airbag needs to be replaced.
The foam leakage test is not applicable for rubber products like air springs (airbags). Small non-critical foam formation on
the bellows might occur sporadically and do not indicate a technical leakage. 
The airbags supplied by BPW Transpec for use in Australia have a special rubber compound with higher UV resistance
for longer service life.

For more information consult the latest BPW Operator’s Manual - available on request.
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Users and Buyers of Ringfeder couplings and draw eyes need to be aware and notified that  
the use of non-genuine or pirate Components in the coupling or drawbar eye will invalidate the R55 and ADR certification. 

The R55 and ADR certification  is set for the complete product, so any change even of a single component on the coupling 
with non-original components cancels the certification approval.  

No third party (non-Ringfeder) can issue a compliance certificate for a Ringfeder product or part - so any non-genuine 
component used will invalidate the compliance plate -resulting in an illegal vehicle - in spite of whatever paperwork it may 
come with.

BPW as the distributor and VBG  Ringfeder as the manufacturer,  will not take responsibility for any loss or claim where non 
genuine components are mounted in the coupling or drawbar. 

In fact recent testing conducted by VBG Ringfeder Group of non genuine components, used in conjunction with their 
proprietary product has found significant failures in function for such non genuine components, such as coupling bolts caused 
by  
 inadequate vertical angle engagement in the coupling and
 inadequate length of bolt and
 inadequate hardness
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If you want to avoid this situation then stick with Genuine VBG/Ringfeder coupling components. For further information, 
please contact your local BPW representative or visit our website 
at www.bpwtranspec.com.au 




